
Details

Date : 30th August 2014 Type : Nitrile Glove Blue ( Powder Free )

Length : 9" Batch No : N711013

Testing method

On analysis in accordance with IES -RP-CC005.3, Test method for Gloves and Fingercots used in Cleanroom and other controlled enviroments.

Cleanliness Results :

No. Fluoride Chloride Nitrite Nitrate Bromide Phosphate Sulphate NVR FTIR result

of µg/cm
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µg/cm
2

µg/cm
2

µg/cm
2
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2

µg/cm
2

µg/cm
2

(DI)

Trial µg/cm
2

< 0.05 < 1.50 < 0.05 < 1.00 < 0.05 < 0.05 < 1.00 < 5.00

1 ND 0.548 ND 0.342 ND ND 0.019 3.27

2 ND 0.633 ND 0.370 ND ND 0.035 3.40

3 ND 0.427 ND 0.316 ND ND 0.021 2.88

Avg ND 0.536 ND 0.343 ND ND 0.025 3.18

1 ND 0.278 ND 0.159 ND ND 0.019 1.75

2 ND 0.445 ND 0.277 ND ND 0.025 2.01

3 ND 0.317 ND 0.204 ND ND 0.020 1.99

Avg ND 0.347 ND 0.213 ND ND 0.021 1.92

1 ND 0.245 ND 0.152 ND ND 0.027 1.71

2 ND 0.488 ND 0.192 ND ND 0.022 2.86

3 ND 0.322 ND 0.164 ND ND 0.045 2.41

Avg ND 0.352 ND 0.169 ND ND 0.031 2.33

1 ND 0.178 ND 0.245 ND ND 0.019 3.24

2 ND 0.151 ND 0.209 ND ND 0.032 2.57

3 ND 0.193 ND 0.277 ND ND 0.024 1.88

Avg ND 0.174 ND 0.244 ND ND 0.025 2.56
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ESD Results :

+ve 1 KV -ve 1 KV

1 0.1 0.1

2 0.1 0.1

3 0.1 0.1

Avg 0.1 0.1

1 0.1 0.1

2 0.1 0.1

3 0.1 0.1

Avg 0.1 0.1

1 0.1 0.1

2 0.1 0.1

3 0.1 0.1

Avg 0.1 0.1

1 0.1 0.1

2 0.1 0.1

3 0.1 0.1

Avg 0.1 0.1

Conclusion

The Nitrile Glove Blue ( Powder Free ) under Batch No : N711013 passed the above specification.

Prepared by : Approved by:

Mr Leaw Wei Zhen Ms Sabariah Salleh

QA Chemist QA Manager
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